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Main Products: Cenospheres (Hollow Ceramic Microspheres/Ceramic Bubbles/Aluninosilicate Microspheres) 

中国现用标准筛目数与粒度大小参照表 

China's current standard mesh number and particle size reference table 

 

目数mesh 微米 μm 毫米mm 目数mesh 微米 μm 毫米mm 

2.5 8000 8 100 150 0.15 

3 6700 6.7 120 120 0.12 

3.5 5600 5.6 150 106 0.106 

4 4750 4.75 160 96 0.096 

5 4000 4 170 90 0.09 

6 3350 3.35 180 80 0.08 

7 2900 2.9 200 75 0.075 

8 2360 2.36 230 62 0.062 

9 2000 2 250 56 0.056 

10 1700 1.7 270 53 0.053 

12 1400 1.4 300 48 0.048 

14 1180 1.18 325 45 0.045 

20 850 0.85 400 38 0.038 

28 600 0.60 500 25 0.025 

30 560 0.56 600 23 0.023 

35 425 0.425 800 18 0.018 

40 380 0.38 1000 13 0.013 

50 280 0.28    

60 250 0.25    

70 200 0.20    

80 180 0.18    

 
1μm=0.001mm 

■ How to read and write Mesh, Particle Size(mm, microns) 

- "+200mesh" means that particle size is larger/more coarse than 200mesh(or 

75microns). 

- "-200mesh" means that particle size is smaller/finer than 200 mesh(or 75 microns). 

- ">75μm" means that particles size is larger than 75 microns(or 200 mesh). 

- "<75μm" means that particles size is smaller than 75 microns(or 200 mesh). 

http://www.kehuitrading.com/

